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Amor_ diamondlike carbon (DIE) films were deposited using both single
and dual ion beam techniques utilizing filament and hollow cathode ion

sources. Continuous DLC films up to 3000 A thick were deposited on fused

quartz plates. Ion beam process parameters were varied in an effort to create

hard, clear films. Total DIE film absorption over visible waveler_ths was

obtained using a Perkin-Elmer spectrophotcmeter. An ellipsometer, with an Ar-

He laser (wavel_ 6328 A) was used to determine index of refraction for the

DIE films. Scratch resistance, frictional and adherence properties were deter-

mined for select films. Applications for these films range frcm military to

the ophthalmic Jrdustries.

IN_q)_JCTICN

Extensive _ by a large number of laboratories have been dedicated

to diamond film research. The attraction for diamond films is easy to

undO. Diamond is the hardest known material, an excellent insulator,

and has a high thermal conductivity. However, high substrate temperatures (=

1000"C) are required for the formation of these films. Tnus, their usefulness

is restricted to specialized applications and 60 relatively small surface

areas. Hydrogenated amorphous DIE films (i) however, can be deposited at low

temperatures, thus attracting numerous applications which are unapproachable

by the high temperature diamond film deposition technique. DIE films can be

deposited at room temperature using several plasma generating techniques as

detailed by Robertson (2). With _ially available ion source systems,

these deposition techniques are easily configured to coat large and/or unique

samples. Ideally the only constraint regarding film deposition using ion

sour_ is the size and pumping limitations of the vacuum facilities.

NASA lewis Research Center and Diamonex, Inc. are performing collabo-

rative technology development through a Spaoe Act agreement to improve the

visible wavel_ transmittance Of DIE films made With the _ ion beam

*NASA Resident Researdu Associate at lewis Research Center.
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system. In addition, the films m_st retain adequate film hardness and scratch

resistance for o_hthalmic applications. The goal is to develop a scratch
resistant anti-reflection coating suitable for plastic lenses.

Diamondlike Cazbon Film Deposition Apparabas and

Two different dual ion beam systems were used to deposit DIC films. The

first system was used by Mirtich (i). It consisted of a 30 cm ion source with

its grids masked down to i0 cm in diameter and an 8 cm ion source (figure i).

Argon flowed through a hollow cathode and a neutralizer to create a plasma

discharge. Methane was introduced into the _ d%m__r to provide a
source of carbon for DIE film deposition. A second system used to deposit DIE

consisted of a 15 cm diameter source and 8 _ diameter source. The 15 cm

cathode filament ion source with its extraction grids masked to i0 cm diame-

ter, is used to directly deposit DLC films using methane.
Prior to film deposition, samples are cleaned with soap solution in an

ultrasonic bath, rinsed with deionized water and dried with nitrogen. _he

specimens to be coated are then placed in vacuum and cleaned using xenon ions
at an energy of 500 eV for approximately two minutes. The total beam energy

(the sum of the discharge voltage and the screen grid voltage) is kept at

approximately 125 eV. Current densities at these co..n.ditionsare approximately

60 _a/cm" in the vicinity .of the sample.. The depositlon rate of the DIE films
on fused quartz is approximately 71 A/rain.

Robertson and O'Reilly (3) have shown that a mixture of sp2 (trigonal

bonding associated with graphite) and sp_ (tetrahedral bonding characteristic
of diamond) form into graphitic clusters which are then bonded into a larger

sp3 matrix. It was also shc_n that the sp2 clusters control the electronic

properties in the DIE film while the sp 3 bonding is responsible for its

mechanical properties. Angus and Wang (4) also discuss the ro_e of atam/c
hydrogen content in D_C films as a method of increasing the sp ooordination
while _ing the sp_ bonding.

Mirtich, et al. (5) showed that a dual ion beam system with energetic

argon ions in the second ion source could produce clearer DIE films than

possible with a single ion direct deposition source. During dual-beam deposi-
tions an 8 cm cathode filament ion source with its extraction grids masked to

1 cm, is used to direct a beam of hydrogen ions, argon or xenon ions at the

m_. re. The current density due to hydrogen ions ranged frcm 80-300

O_/cal Pmuperties of Films

The spec_ transmittance and reflectance of the DIE films deposited on

fused quartz were obtained using a Perkin-Elmer lambda 9 specter.

The spectral absorptance is calculated based on the measured transmittance and

reflectance. Figure 2 shows the transmittance for DLC films deposited with

both the single and dual ion beam systems. The transmittance of the DIE film

deposited with the dual ion _ system is greater for all wavelengths

ccmpared to the single beam film. A 500 A thick film also is 90% transmitting
at wavelengths greater than 7000 A.

Figure 3 shows the results of various tedmiques which were tested in an
effort to _ the DIE film tr_ttance at a wavelength of 5000 _. The

values represent the t_ttanoe at 5000 _ (which approximates the peak

sensitivity of the human eye (6)) for DIC films on fused quartz substrate for

various dual beam gaseous deposition conditions. The 30 c_ _ for

ccr_litions 1 through 4 used a hollow cathode to produce a plam_a of Argon and

Methane for DLC film deposition. If the hollow cathode is replaced by a
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filament cathode the need to use Argon in the c_eraticn of the ion source

during the DIE deposition process is eliminated. The improvement in DIE film
_ttance as a result of this alteration is shown in oondition 5 (Figure

3). Clearly a higher transmittance results when the dual beam system is used,

and especially when hydrogen gas is used in the second scuroe. The use of a

pure hydrogen ion beam in the 8 cm ion source produced a DIE film with a
_ttance of 84%.

Index of refraction - ts were made with an Ellipscmeter II system

manufactured by Applied Materials, Inc.. This system uses a 2 milliwatt

helium-neon laser, with a wavelength of 6328 A and at a 70° angle of incidence

with the surface. _ ellipscmeter produces data which is used to calculate
both the index of refraction and the film thickness. The calculated film

thickness is cumpared to the value obtained using a Dektak surface profil-

cmeter to determ/ne the reliability of the calculated index of refraction.
_he _ques showed agreement within approximately 70 A.

A DIE film's index of refraction is important because this property

determines the required film thickness for use in an anti-reflective stack

coating. As the difference between two materials' indices of refraction

increases, less of each material is required to produce an anti-reflective

coatings. This smaller amount of material (t2d/mer film) would correspond to

a higher transmittance because of less light attenuation and to a reduction in

film deposition time. both of these factors (less material, less time)
translate to a lower cost to produce anti-reflective coatings.

_he DIE films made with the direct deposition technique using methane in

a single ion source produce films which have an index of refraction of 2.0.
When a hydrogen beam is directed at the san_le during film deposition the
index of refraction decreases to values of i.75 to 1.8 as the current density

of the hydrogen beam in the second ion source is increased.

S(_AT<_ RES_ and_

Diamond stylus scratch tests were performed on both a DIE coated and an

uncoated fused quartz plate. Tne DIE coating had a thickness of 1650A, and

was deposited using a single ion beam source. The plates were ultrasonically

cleaned in acetone, rinsed with pure ethanol followed by deionized water, then

dried in air. A diamond stylus with a hemispherical radius of 841 _m was slid

along the plate at a rate of i0 nm%/min. A progressive normal load of 0 to 25N

was applied at a rate of I00 N/min. Tnese parameters generated a total

scratch length of 2.5 m_ with an effective load-displacement relationship of

I0 N/ram. The frictional for_e and acoustic emission w_re monitored during the
scratch tests. The acoustic emission signal is an accurate indicator as to

when fracture initiates for brittle materials, such as fused quartz.

Figure 4 _izes the results from the scratch tests on the coated and

uncoated plates. _he acoustic emission signal indicates that fracture
initiated on the uncoated quartz plate began to fracture at approximately 13 N

normal load whereas the DIE coated plate did not begin to fracture until

approximately 21 N normal load. The frictional force was relatively linear in
both cases, but was notably lower for the coated plate. The average friction

coefficient (frictional force divided by normal force) for the test duration

was 0.04 +0.01 for the uncoated plate and 0.03 +0.01 for the DIE coated plate.

reduction in friction is the most likely reason that the DIE coated

plate withstood a higher normal load before fracturing than the unooated

plate. A sl_herical stylus sliding along a flat plate generates a max//m_
tensile stress at the trailing edge of the sliding contact (7). It has been

shown that this trailing edge tensile stress is the cause of failure in
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brittle materials (ref 9). _ tensile stress is amplified by the friction
coefficient between the stylus and the plate. _hez_fore a reduction in

friction coefficient also reduces the tensile stress at the trailing edge of

the oontact.

Abrasion tests were performed on single ion beam DIE films deposited on

fused quartz by rubbing Si02 particles (=80 _m particle size) over the
surface. _hese particles were rubbed on the surface by hand. Figure 5 shows
how the DIE film coated side was protected from the abrasive particles while

scra_ can be seen on the unooated portion of the sample.

Adherence of DIE films deposited on fused quartz using both the single

and dual beam methods w-us measured by Mirtiah (i0). _he adherence of these

films were as good as the maximum adh of the Sebastian Tester

used to make the _sur_ent (5.5 x i0' N/m 2 or 8000 psi), regardless of the

method of deposition. _b_ film adherence was so great in fact that often

portions of the quartz lifted off leaving the DIE film intact.

Putential E_C Applicaticr_

A variety of _es in the United States were surveyed in 1989 by the

regarding the potential ccmmercial applications of DIE films. Table I lists

the 12 applications which were most highly rated of the 39 questionrkq//e

responses received. In addition, Table II lists of the focussed applications

which are being explored at NASA Lewis Research Center and Diamcnex, Inc. for
which D[C films would be well suited.

starry
DIE films are hard, very adherent and can be deposited at room temperature.

Tnese films may prove to be beneficial in technological areas seeking to

improve the scratch resistance of mterials through the use of novel thin
coatings. The availability of ion beam systems (whether dual or single beam)

facilitates configuring systems for deposition onto large, nc_-stardazd

shapes. Single beam DIE films are already being used as scratch resistant

coatings on sunglass lenses which are available _ially since high
is not as critical. The addition of a second ion s_rce has been

shown to i_prove film transmittance, thus increasing the usefulness of these

films to other eyewear and optical surfaces (autcmotive wirduws, scanners,

etc. ). _he index of refraction for DIE films is reduced when a dual ion

system employing a hydrogen beam is used. A DIE coated quartz plate has shown
a superior ability to resist fracture under sliding in ccmpariscn to an

uncoated quartz plate. _hus, the use of a fairly thin DIE film has the

potential to provide improved scratch resistance beyond the capability of the

substrate onto which it is deposited.

4



REFERENCES

i • Mirtich, M.J.; Swec, D.M.; and Angus, J.C.: Dual-Ion-Beam

Deposition of Carbon Films with Diamond-Like Properties•
Thin Solid Films, vol. 131, 1985, pp. 245-254•

. Robertson, J.: Properties of Diamond-Like Carbon. Surf.

Coat. Technol., vol. 50, 1992, pp. 185-203.

•

.

Robertson, J.; and O'Reilly, E.P.: Electronic and Atomic

Structure of Amorphous Carbon• Phys. Rev. B, vol. 35, 1987,

pp. 2946-2957•

Clausing, R.E.: Diamond and Diamond-Like Films and Coatings,

NATO Advanced Study Institute Series B: Physics, Vol. 266,

Plenum, New York, 1991.

•

•

.

Mirtich, M.J.; Swec, D.M.; and Angus, J.C.: Dual Ion Beam

Deposition of Carbon Films With Diamondlike Properties• NASA

TM-83743, 1984.

American National Standard for Ophthalmics-Nonprescription

Sunglasses and Fashion Eyewear Requirements. Sept. 25, 1986.

Boresi, A.P.; and Sidebottom, O.M.: Advanced Mechanics of
Materials• Fourth ed., John Wiley & Sons, New York, 1985.

•

•

Bull, S.J.: Failure Modes in Scratch Adhesion Testing• Surf.

Coat. Technol., vol. 50, 1991, pp. 25-32•

Mirtich, M.J.: Adherence of Ion Beam Sputter Deposited Metal
Films on H-13 Steel. J. Vac. Sci. Technol., vol. 18, no. 2,

Mar. 1981, pp. 186-189•

5



TABLE T
POTENTIAL DIAMONDLZKE CARBON FILM APPLICATIONS

io

a

DLC Film Application

li

Pzutective coating for

sunglass lenses

Protective coating for

eyeglass lenses

3. Hermetic ooating for eyewear

o Abrasion, moisture resistent

coating for optical surfaoes

(visible and infrared)

5. Magnetic recording head

6. CoatJ_g _ bazd disk

o Abr_ion resistant coating
for optical windows in
bar code _

8. Biomedical applicaticns

9. Chemically resistant protec

tive _ating

i0. Enhanced IR _ttance of

Ge and Si Infrared optics

ii. Cutting blades

12. Abr-_sion resistant non-stick

coating for cookware

Desirable DIE Film

Properties
iiiill

Hardness, scratch
resistanoe

Hardness, scratch

resistance,
transmittance

Hermeticity, hardness,
scratch

resistance, transmit-

tance

Hermeticity, hardness,
scratch

resistance, transmit-
tance

Hermeticity, hardness,
scratch

resistance

Hermeticity, hardness,
scratch

resistance

Hardness, scratch
resistance

Bioccmpatibility, her-

meticity

Hermeticity, hanlness

IR transmittance,
index of

refraction, abrasion

p_cn

Smoothness, hardness,

hermeticity

Hardness, scratch
resistance
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TABLE II .

FOCUSED DIAMONDLIKE FILM APPLICATIONS

AT NASA LEWIS RESEARCH CENTER

(z)

(2)

(3)

Abrasion-Resistant Anti-Reflective Optical Coatings

•Plastic sunglass lenses

•Plastic eyeglass lenses

•Other optical substrates such as glass

Chemical/env_ protection ('q%ermetic sealing") of

.Plastics

Wear Protection of Non-Optical Substrates

•Magnetic Disks

•Cuttingsurfaces
•Other Wear Parts
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Figure 1 .--Photo of dual ion beam apparatus.
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Figure 2.mTransmittance versus wavelength for DLC films using

CH4 in dual beam or single ion sources.
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